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INTRODUCTION 
High-power kilowatt-level fiber lasers (wavelength in spec-

tral range 1.0 – 1.1µm) are used in important applications 

in macro material processing, particularly for cutting and 

welding metal sheets. In these applications, optics (lenses, 

protective windows) are needed to work properly at corre-

spondingly high laser power and power density levels. For 

these optics, absorption losses are of crucial importance: 

absorption of laser radiation leads to increased tempera-

ture and a correspondingly higher refractive index of the 

optics. This changes the properties of the transmitted la-

ser beam and can therefore impair the performance of the 

manufacturing process. In addition, temperature increase 

can cause internal mechanical stress and eventually dam-

age the optics. To avoid this, optics with lowest possible 

absorption losses must be used.

The most common raw material for these optics is fused 

silica which is available with sufficiently low absorption. The 

quality of the optics is therefore crucially dependent on the 

quality of the surface treatment (polishing) and specially on 

the absorption of the AR coatings.

 

In addition, the AR coatings must have the lowest possible 

residual reflectance as low as possible because reflected 

radiation hitting the inner wall of the processing head can 

heat it up, and this can impair the performance of the man-

ufacturing process. – Sometimes, low reflectance is also 

needed for an additional laser pointer.

 

Finally, a long service life of the optics is important for the 

user in order to minimize downtime of the laser machine. 

This can be achieved only if absorption of the AR coatings 

is very low.

In this paper, we review the materials, coating technolo-

gies and measurement techniques used at Ophir Optics 

for high-performance low absorption fiber laser optics 

manufacturing.

RAW MATERIAL
There are two material categories regarding the 

absorption of fused silica:

• (a) Fused silica with absorption greater than 1 ppm/cm, 

         e. g. Corning 7980

• (b) Fused silica with absorption less than 1 ppm/cm,  

         e. g. Suprasil 3001[1]. 

 

Due to the high cost of material of category (b), it should 

be checked for each application if the use of material of 

category (a) delivers sufficiently good results.

 

Since the absorption of high-quality AR coatings can be 

less than 10 ppm, it should be noted that the absorption 

of material of category (a) can contribute significantly to 

the overall absorption of the coated optics. In addition, we 

must keep in mind that the polishing process can also af-

fect absorption. In order to assess the quality of a coating, 

it is therefore necessary to measure the absorption of the 

optics before AND after coating.
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Fig. 1 Roughness measurement of a plane polished surface  
(taken with interferometer Zygo Opti Pro)

ROUGHNESS AND CLEANLINESS OF
OPTICAL SURFACES
In addition to absorption, scattering caused by surface 

imperfections can affect the function of high-power laser 

optics. Therefore, the optical surfaces need to have low 

roughness and minimal defects. At Ophir Optics, the stan-

dard surface roughness is less than 1nm for plano and 

spherical surfaces and less than 5nm for aspherical sur-

faces. Roughness is controlled consistently in the produc-

tion process. Fig.1 represents the measurement of a plane 

polished surface.

Before coating, the optics are cleaned in an automatic ul-

trasonic cleaning line, followed by a final manual visual in-

spection of each surface.

COATING TECHNOLOGIES
Numerous papers describe how to obtain coatings with 

very low absorption losses The methods include: standard 

e-beam gun evaporation, ion beam assisted e-beam gun 

evaporation (IAD)[2], ion beam sputtering (IBS)[3], plasma 

assisted reactive magnetron sputtering (PARMS)[4], sol-gel 

technique[5] atomic layer deposition[6] , molecular beam epi-

taxy (MBE)[7], and anti-reflection nano-textures[8]. 

At Ophir Optics, the coatings are produced with stan-

dard e-beam gun evaporation and with IAD for the reason 

that these methods provide excellent results at moderate 

costs. Coating materials are HfO2, Ta2O5 and SiO2. The 

coating chambers are equipped with: high vacuum pump 

with Meissner trap, heating systems above and below the 

calotte in which the optics to be coated are inserted, gas 

inlet for reactive evaporation, ion source for cleaning and 

for IAD, e-beam guns, quartz crystal and optical systems 

for monitoring layer thickness. The coating chambers 

are in a cleanroom class 1000. Cleaning, inspection and 

packing of the optics are done in a class 100 environ-

ment.

A major problem in the production of coatings with low 

absorption is the uniformity of layer properties (thickness, 

refractive index, absorption) on all optics in a coating 

batch (throughout the whole calotte which has diame-

ter 760mm). In order to ensure uniformity, all parameters 

of the evaporation process must be optimized carefully. 

Several optics, from each coating batch, and from differ-

ent locations in the calotte are tested.

AR COATINGS
The simplest AR coating, which (theoretically) enables zero 

residual reflectance, is the so-called “V-coating” named 

after the “V“ shape of the reflectance curve (red curve in 

Fig. 2). It consists of one layer with a high refractive index 

(here HfO2) and one layer with a low refractive index (here 

SiO2). As the layer made of the relatively strongly absorb-

ing high-index material is quite thin, total absorption of the 

coating is very low (see table 1). High transmittance both 
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Fig. 2 Reflectance for: Red – AR V-type coating with HfO2; Blue – double 
layer AR coating with thick high-index laser (Ta2O5); Green – AR coating 
with 4 layers with R < 0,1% at 1020-1090 nm.

Fig. 3 Reflectance for: Red – multilayer AR coating with R < 0,05 % at 
1030-1120 nm; Blue – AR V-type coating with Ta2O5; Green – AR coating 
with thick high-index layer (HfO2)

for 1µm and for a laser pointer (typical wavelength 650nm) 

can also be achieved with a coating consisting of two lay-

ers, but only with increased thickness of the high-index layer 

and therefore higher absorption (blue curve in Fig.2, table 

1). With such a coating, it is possible to achieve a residual 

reflectance below 0.1% for a single wavelength in the range 

1030-1070 nm and below 0.2% for the entire range 1030-

1070 nm.

When coating curved lens surfaces, it is not sufficient for 

the residual reflection to be minimized only for the laser 

wavelength because:

• a) The thickness of the coating is greatest in the center  

     of the lens surface and decreases with increasing  

        distance from there; 

• b) The angle of incidence of the laser beam is normal  

    in the center of the lens and increases with the  

        distance from there

• 
Both effects cause the reflectance curve to shift to shorter 

wavelengths. In order to compensate for this, the reflec-

tance must be as low as possible even in a suitable range 

above the laser wavelength. In addition, we must remem-

ber  that coating thicknesses can differ slightly from one 

position to another in the calotte.

Since this requirement cannot be met with a two-layer 

coating, Ophir Optics has developed a four-layer coating 

with reflectance less than 0.1% in the range 1020-1090 

nm. The reflectance of this coating is shown by the green 

curve in Fig. 2.

For extremely high laser powers (> 12 kW), Ophir Optics 

has developed a multilayer coating with residual reflec-

tance of less than 0.05% in the range 1030-1120 nm. Its 

reflectance is shown by the red curve in Fig.3.

 

Fig. 3 also shows the reflectance curves of

another V-coating and another two-layer system with

increased thickness of the high-index layer.

The most important technical data of all coatings are sum-

marized in table 1. 

To the best of our knowledge, the absorption values listed 

in table 1 are the lowest that can be achieved reliably with 

IAD. Lower values can be achieved with IBS, however, due 

to the comparatively high costs, the use of this method 

makes sense only for a few special applications.
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Table 1: Technical data AR coatings for 1 µm high-power fiber lasers

*Upper tolerance level for production; real values may be significantly lower.
**17 kW is valid only for (protection) windows. Upper level strongly depends on environmental working conditions.  
Max laser power for lenses depends on surface curvature (see text on page 3 below Fig. 2)

Fig. 4 Calorimetric system for absorption measurements[10]

Coating 5011
Fig. 2 Red

5120
Fig. 3 Green

5175
Fig. 3 Blue

5178
Fig. 2 Blue

5324
Fig. 2 Green

5418
Fig. 3 Red

Transmittance
(optics with both 
surfaces coated)

> 99.8% at 
1064 nm
> 60% at  
650 nm

> 99.6% at 
1064 nm
> 90% at  
650 nm

> 99.8% at 
1064 nm
> 60% at  
650 nm

> 99.8% at 
1064 nm
> 85% at  
650 nm

> 99.8% at 
1020-1090 nm
> 80% at  
650 nm

> 99.9% at 
1030-1120 nm
> 80% at  
650 nm

Reflectance at 
1064nm
(one surface)

< 0.1% < 0.2% < 0.1% < 0.2% < 0.1%  
at 1020- 
1090 nm

 < 0.05%  
at 1030- 
1120 nm

Absorption (*)
(one surface)

< 8ppm* < 10ppm* < 10ppm* < 10ppm* 12ppm* 12ppm*

Hardness Good Good Very Good Very Good Very Good Very Good

Maximum 
Laser Power 
(cw) in kW

10 / 17** 10 / 17** 10 / 17** 10 15 17

ABSORPTION MEASUREMENTS
For absorption measurements within quality assurance, 

Ophir Optics uses a calorimetric system as shown in Fig. 

4[10]. The measurement sample is irradiated for three min-

utes with a fiber laser (cw, 1030 nm, 500 W). During this 

period, the temperature increase of the upper surface of 

the sample is measured using a pyro sensor working at 

8-12µm.

An advantage of this method is that it provides direct in-

formation about the temperature increase of the sample 

(window or lens) when irradiated with a high-power laser. 

However, measurement data for samples of different sizes 

cannot be compared directly. This means that an individ-

ual tolerance level must be defined for each product. It is 

also extremely difficult to determine from the measurement 

data the absolute absorption of the sample.
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Fig. 5 PCI absorption measurement for window Corning 7980 (uncoated)

Fig. 7 Calorimetric measurement of temperature increase for window  
Corning 7980 (uncoated)

Fig. 6 PCI absorption measurement for window Corning 7980 after AR 
coating both surfaces (coating #5011)

Fig. 8  Calorimetric measurement of temperature increase for window  
Corning 7980 after AR-coating both surfaces (coating #5011)

For the reasons mentioned above, absorption measure-

ments are also made with Photothermal Common-Path In-

terferometry (PCI)[9]. Using this method, absorption at any 

location within the sample can be measured. The sample 

is irradiated by a “pump” laser beam (1µm) focused on 

the position to be measured. It causes local heating and 

corresponding local increase of refractive index. This caus-

es interference effects on a test laser beam (633 nm). By 

measuring and evaluating these effects, local increase of 

refractive index and temperature increase are determined.

Figures 5 to 8 show typical measurement curves obtained 

with the two methods. All measurements were made on 

the same optics before and after coating (window made 

of fused silica Corning 7980, diameter 50 mm, thickness 

5 mm). The PCI scans in Fig. 5 and 6 show the spatial 

dependence of the absorption for a scan from one surface 

through the optics to the second surface. The absorption 

maxima in the area of the coatings are clearly visible in Fig. 

6; the absolute absorption is approx. 4 ppm at each sur-

face. Fig. 7 and 8 show the results for the corresponding 

calorimetric absorption measurements.
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The absorption measurements within quality assurance 

are made with the calorimetric system because of the eas-

ier handling. The PCI method is used only for special pur-

poses, like calibrating the calorimetric measurement data.

CONCLUSIONS
Ophir Optics has developed low-absorption AR coatings 

for optics used in applications with high-power fiber lasers. 

The coatings are produced by standard and ion beam as-

sisted e-beam gun evaporation (IAD). Absorption measure-

ments are made with high-resolution methods which allow 

for precise measurement results even in the ppm range.

In order to meet different requirements, the coatings were 

optimized regarding the following properties:

• • Absorption;

• • Residual reflectance;

• • Suitability for optics with curved surfaces;

• • Transmittance for laser pointer;

• • Suitability for high laser power (cw);

• • Production cost.

Currently, coatings with following tolerances can be pro-

duced: 

• • Reflectance < 0,05%;

• • Absorption < 8 ppm;

• • Transmittance at 650 nm > 90%.

Some of the coatings are used successfully at laser pow-

er above 15 kW. With the existing coating portfolio, Ophir 

Optics can meet all current requirements for optics for 

macro material processing. In order to keep up with the 

trend towards higher laser power, Ophir Optics continues 

to work on increasing quality and possible applications of 

the coatings.
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